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Low-reflectivity process for aluminum
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TOP ALQUROY PROCESS
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Low-reflectivity on aluminum due to its fine surface irregularities
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Can decrease L*value by TAC DYESTUFF dyeing and secondary electrolytic coloring
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Dyeing with dyestuff Dyeing with secondary electrolytic coloring
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Repeat twice
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