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Improved high corrosion resistance and anti-dirt performance
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High corrosion resistance TOP NICORON series
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Ni-P& > F Ni-P plating

F.Eﬁ&')‘) Corrosion Fgﬁﬁb No corrosion

Eﬂﬂ‘jﬁ'l‘i High corrosion resistance
-iEﬂ(ﬂEiﬁggitEﬁﬁ%% Salt spray test

AR SST:30min No treatment Ni-P& > F SST:24h Ni-P plating

l?—gﬁﬁU Corrosion FI%’%E[J No corrosion
{ERES RN Ni-P&H>TE (P:12wt%)
Chemical No treatment Ni-P plating

36%1EE Hydrochloric acid YAN @
50%8mE Sulfuric acid X O
50%Y) ~/E Phosphoric acid X (@)
30%fikER Nitric acid O O
28%7 ~FE=777K Ammonia water (@) ©
10%BIEK salt water O ©

Judgement No corrosion
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Drop of each chemical on substrate—Leave, 60 minutes—Determine the degree of surface corrosion
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Improved anti-dirt performance Protector series
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